
Certificate No. 27730lGBBPAM
Date: Augusl 14,2019

The sample was submitted by client with the

CLIENT
ADDRESS

ryPE OF SAMPLE

DATE OF RECEIVED

TEST REQUIRED

DESCRIPTION OF SAMPLE

SAMPLE IDENTIFICATION

DATE OF ANALYSIS

YOUR REFERENCE

Result:
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SUCOFINE'O

lssuing Offlce:
Jl. Arteri Tol Cibitung No. 1, Cibitung Bekasi 17520, lndonesia

Phone/Facs: +62 21 88321 176/88321 1 66
Email: afakhrudin@sucoflndo.co.id

REPORT OF ANALYSIS

following identification :

SCG LIGHTWEIGHT CONCRETE INDONESIA, PT.

Jl. Surya Tekno Kav. I - T1 - 3
Surya Cipta City of lndustry, Kutamekar, Ciampel.
KARAWANG - JAWA BARAT 41361.

SILICA SAND.

08/08/2019.

Chemical Analysis.

Form : Sand,
WeighWolume : t 1.40 kg.
Packing : Plastic bag

Code: Lilangan Belitung MBR.

08108t2019 to 1 41081201 9.

PO No. :4021008024.

Parameter Unit I Results Method

lron Trioxide (Fe2O3) o/o 0.21 CP
Aluminium Trioxide (AlzOa) % 0.32 CP
Calcium Oxide (CaO) % Less than 0.01 CP
Magnesium Oxide (MsO) o/o 0.01 CP
Manganesg Dioxide (MnOz) % Less than 0.01 CP
Chromium Trioxide (CrzOs) ,/o 0.01 CP
Sodium Oxide (NarO) Yo 0.01 CP
Potassium Oxide (KzO) % 0.01 CP
Silicon Dioxide (Sior) % 98.95 CP
Titanium Dioxide (Ti02) % 0.04 CP
Loss On lgnition (LOl) % 0.35 Gravimetric
Moisture Content (MC) %, AR 0.76 Gravimetric
Note :AR (As Received Basis).

"This the resu/f (sJ related to the sample (s) submitted only and the repoft/ceftificate cannot be reproduced in any way, except in full context and
with the prior approval in writing from Sucofindo Laboratory. This Cedifrcatehepol is issued under our Gengyal|grms and Conditions, copy of which is available
uponrequestormaybeaccessedatwww.sucofrndo.co.id". _a2t'' ' '-'.-
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Certificate No. 27735lGBBPAM
Date: Augusl 14,2019

The sample was submitted by client with the following identification :

CLIENT

ADDRESS

.r/N7\-\r{b.TIII'IIIIBIrlr^rfrrr
\7/a\7Al[f
SUGOFINEIG,

lssuing Office:
Jl. Arteri Tol Cibitung No. 1, Cibitung Bekasi 17520, lndonesia

Phone/Facs: +62 21 88321 176/88321'166
Email: afakhrud in@suc,ofindo.co.id

REPORT OF ANALYSIS

ryPE OF SAMPLE

DATE OF RECEIVED

TEST REQUIRED

DESCRIPTION OF SAMPLE

SAMPLE IDENTIFICATION

DATE OF ANALYSIS

YOUR REFERENCE

Result:

: SCG LIGHTWEIGHT CONCRETE INDONESIA, PT.

: Jl. Surya Tekno Kav. I - T1 - 3
Surya Cipta City of lndustry, Kutamekar, Ciampel.
KARAWANG - JAWA BARAT 41361.

SILICA SAND.

08t08t2019.

Chemical Analysis.

Form : Sand.
WeighWolume: +2.10k9.
Packing : Plastic bag.

Code: SukabumiSSR.

0810812019 to 1 41 0812019

PO No. :4021008024.

Parameter Unit Results Method

lron Trioxide (Fe2O3) % 0.34 CP
Aluminium Trioxide (Al2O3) % 1.03 CP
Calcium Oxide (CaO) % 0.09 CP
Magnesium Oxide (MqO) o/o 0.03 CP
Manganese Dioxide (MnOz) o/o Less than 0.01 CP
Chromium Trioxide (CruO:r) % Less than 0.01 CP
Sodium Oxide (NarO) '% 0.01 CP
Potassium Oxide (KzO) % 0.04 CP
Silicon Dioxide (SiOr) % 97.88 CP
Titanium Dioxide (Ti02) % 0.05 CP
Loss On lgnition (LOl) o/o 0.35 Gravimetric
Moisture Content (MC) %, AR 0.03 Gravimetric
Note :AR (As Received Basis).
"This the result (s) related to the sample (s) submitted only and the report/ceftificate cannot be,;qieidbbed.in any way, except in full context and
with the prior approval in writing from Sucofindo Laboratory. This Celificatehepoft is issued undq pot GepaalJerms:and Conditions, copy of which is avaitabte
upon request ot may be accessed at www.sucofindo.co.id". tr ./ - - r 
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upon request or may be accessed at www.sucofindo.co.id"
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